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[57] ABSTRACT

Applying a D. C. glow discharge to a heated glassy
substrate in an evacuated chamber to which a volatile
hydrocarbon has been added, produces a glassy sub-
strate coated with a hard, transparent, resistive, amor-
phous carbon coating.
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